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SY‘ SEMICONDUCTORES Y COMPONENTES

CERAMIC RESONATOR SPECIFICATION

ELECTRICAL CHARACTERISTICS

1. Resonant Frequency (Fosc) 455kHz + 2.0%
2. Resonant Impedance (Ro) 30 Ohm max.
3. Temperature Coefficient of + 0.3% max. (-20°C ~ +80°C)
Oscillation Freguency
4. Withstanding Voltage 100vVDc for 5 sec. max.
5. Rating Voltage:
D.C. Voltage 6V
A.C. Voltage 15Vpp
6. Insulation Resistance 100 MOhm min. @ 10V DC
7. Operating Temperature -20°C ~ +80°C
8. Storage Temperature -30°C ~ +80°C
9. Aging Rate (Fosc) + 0.3% max. for 10 years

M E A SUREMENT

Measurement Condition
The reference temperature shall be 25°C + 2°C. The measurement shall be performed
at the temperature range of 5°C ~ 35°C unless otherwise the result is doubtful.

MEASUREMENT CIRCUIT AND EQUIPMENT
Oscillating frequency shall be measured by the standard test circuit.

Resonant impedance shall be measured by HP8751A Network Analyzer.
TEST CIRCUIT

450+ 116 CDA060UBE X2 L oad Capacitance
Voo Part Number (pPF)
¢ C1 Cz
&RFO &O O To Frequersy | ZTB190 ~ 249D 330 470
ZTB250 ~ 374D 220 470
ZTB375 ~ 429P 120 470
" s ZTB430 ~ 509E 100 100
| - RE £ INC) ZTB510 ~ 699P 100 100
T o ZTB700 ~ 1250J 100 100
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CERAMIC RESONATOR SPECIFICATION

MECHANICAL O ‘ w ‘ T
u
0 Marking
(Unit=mm) \
ZTB H
S I )
Frequency Range Width Thickness Height Lead Space |Lead Length
(kHz) W (mm) T (mm) H (mm) S (mm) L (mm)
190 ~ 249 135 3.8 14.7 10.0 8.0
250~ 374 11.0 3.8 12.2 1.7 7.0
375~ 400 7.9 3.6 9.3 5.0 7.0
401 ~ 699 7.0 35 9.0 5.0 4.0 (6.0
700 ~ 1250 5.2 2.8 6.8 25 3.5(5.0

PHYSICAL AND ENVIRONMENTAL CHARACTERISTICS

No. [tem Condition of Test Perfqrmance
Requirements
K eep the resonator at 40 + 2°C and
90~95% RH for 96 hours. Then It
1 Humidity release the resonator into the room
condition for 1 hour prior to the shall
measurement.
Subject the resonator to vibration for 2| fulfill
I hourseachin X, Y and Z axiswith the
2 Vibration amplitude of 1.5mm, the frequency the
shall be varied uniformly between the
limits of 10~55Hz. specifications
. Drop the resonator randomly onto a
3 Mechanical Shock concl?rete floor from the hei g%t of in Table 1.
70cm 3 times.
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CERAMIC RESONATOR SPECIFICATION

High Temperature
Exposure

Subject the resonator to 80 + 5°C for
96 hours. Then release the resonator
into the room conditions for 1 hour
prior to the measurement.

5 | Temperature Cycling

Subject the resonator to -20°C for 30
min. followed by a high temperature
of 80°C for 30 min. cycling shall be
repeated 5 times with atransfer time
of 15 min. at the room condition. Then
release the resonator into the room
temperature for 1 hour prior to the
measurement.

6 | Low Temperature

Subject the resonator to —20 + 5°C for
96 + 4 hours. Then release the
resonator into the room conditions for
1 hour prior to the measurement.

Resistance to Solder
Heat

Dip the resonator terminals no closer
than 2mm into the solder bath at
260 + 10°C for 3+ 0.5 sec.

It

shall

fulfill

the
specifications

on page 2.

8 | Solderability

Dip the resonator terminals no
closer than 2mm into the solder bath
at 235+ 5°C for 3+ 0.5 sec.

More than 95% of
the terminal surface
of the resonator

This operation shall be done towards
both direction.

shall be covered
with fresh solder.
Lead Fatigue Weight along with the direction of The resonator shall
| ') Pulling Test terminals without any shock 1kg for |show no evidence
9 10 sec. of damage and
[1) Bending Test Lead shall be subject to withstand snal fulfill all the
against 90 degree bending at its stem. |initial electric

characteristics.

REVIEW OF SPECIFICATIONS

1) When something get doubtful with this specifications, we shall jointly work to get an

agreement.

2) This specification limits the quality of the components as a single unit. Please insure the
component is thoroughly evaluated in your application circuit.
3) Please do not use this component in any application that deviates from its intended use as
noted within the specification. It may cause any mishaps.
4) Please return one of this specification after your signature of acceptance. In case of no

return within 3 months from submission date. This specification should be treated as accepted.
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